Analysis Report

May 29, 2019 Page 1 of 1
Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302
USA
Client Sample ID: GAC West Date Sampiled : 3/18/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 1745
SGS Minerals Sample ID: 072-107993-001
As Received Dry
% Moisture, Total [ASTM D 3302] 12.90
% Sulfur [ASTM D 4239] 18.62 21.38
% Sulfur, Sulfate - FOS [ASTMD2492 Mod.] 9.57 10.99
Tesis Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury 25 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Analysis Report

May 29, 2019 Page 1 of 1
Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302
USA
Client Sample ID: GAC Center Date Sampled : 3/18/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 1720
SGS Minerals Sample ID: 072-107993-002
As Received Dry
% Moisture, Total [ASTM D 3302] 8.65
% Sulfur [ASTM D 4239] 18.85 20.64
% Sulfur, Sulfate - FOS [ASTMD2492 Mod ] 7.60 8.32
Tests Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury 0.38 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Analysis Report

May 29, 2019 Page 1 of 1
Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302
USA
Client Sample ID: GAC East Date Sampled : 3/18/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 1705
SGS Minerals Sample ID: 072-107993-003
As Received Dry
% Moisture, Total [ASTM D 3302] 7.33
% Sulfur [ASTM D 4239] 16.98 18.32
% Sulfur, Sulfate - FOS [ASTMD2492 Mod.] 5.13 5.54
Tests Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury 0.06 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.

ED_012958_00010519-00003



Analysis Report

May 29, 2019 Page 1 of 1
Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302
USA
Client Sample ID: GAC West Date Sampled : 5/5/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 0455
SGS Minerals Sample ID: 072-107993-004
As Received Dry
% Moisture, Total [ASTM D 3302] 7.32
% Sulfur [ASTM D 4239] 17.74 19.14
% Sulfur, Sulfate - FOS [ASTMD2492 Mod ] 597 6.44
Tests Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury 0.07 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Analysis Report

May 29, 2019

Page 1 of 1

Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302

USA
Client Sample ID: GAC Center Date Sampled : 5/5/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 0430
SGS Minerals Sample ID:  072-107993-005
As Received Dry
% Moisture, Total [ASTM D 3302] 10.36
% Sulfur [ASTM D 4239] 18.88 21.07
% Sulfur, Suifate - FOS [ASTMD2492 Mod.] 8.29 9.24
Tests Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury 1.5 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Analysis Report

May 29, 2019

Page 1 of 1

Green Bay Metropolitan Sewerage District
2231 North Quincy Street
Green Bay, Wi 54302

USA
Client Sample ID: GAC East Date Sampled : 5/5/2019
Date Received: 05/17/2019 Project Name/# : GAC Carbon
Matrix: Activated Carbon Sample Type : Grab
Time Sampled : 0405
SGS Minerals Sample ID: 072-107993-006
As Received Dry
% Moisture, Total [ASTM D 3302] 9.69
% Sulfur [ASTM D 4239] 18.74 20.76
% Sulfur, Suifate - FOS [ASTMD2492 Mod.] 7.71 8.53
Tests Result Unit Method
Traces Basis Dry 2 Acid Digest/ICP-MS
Mercury

1.3 ug/g 2 Acid Digest/ICP-MS

Wz}}éﬁwﬁﬁj Anthony Grimaldi, Branch Manager

SGS North America Inc. Minerals Services Division 7 -
4665 Paris St Suite B-200 Denver CO 80239 t (303) 373-4772

! Member of SGS Group
This document is issued by the Company under its General Conditions of Service accessible at http://Awww.sgs.com/terms_and_conditions.htm Attention is

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein.

f (303) 373-4791 www.sgs.com/minerals

Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits
of Client's instructions, if any. The Company's sole responsibility is fo its client and this document does not exonerate parties o a transaction from exercising all

their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document
is unlawful and offenders may be prosecuted to the fullest extent of the law.
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